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LA-CO Industries Date: 6/9/2011

1201 Pratt Blvd.

Elk Grove Village IL 60007 Report No.: 221366

Attn: Tim Torkelson PO No.: PPO175626-1

Client Description: Thermomelt Temperature Indicating Stick
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NSL Lab No: 1110994 Sample ID: 150 F Lot 051811A
Tests Results/Units Methods
Bi <10ppm ICP-MS
Parr Bomb followed by lon
Br <10ppm Chromatnaranhv
Cd <10ppm ICP-MS
Parr Bomb followed by lon
Cl 16ppm Chromatoaranhv
Parr Bomb followed by lon
F <10ppm Chromatoaranhv
Hg <lppm Cold Vapor AA
Parr Bomb followed by Specific lon
I <10ppm Electrode
P 30ppm Wet Chemistry
Pb <10ppm ICP-MS
Parr Bomb followed by lon
S 57ppm Chromatoaranhv
Sh <10ppm ICP-MS
Sn <10ppm ICP-MS
Zn <10ppm ICP-MS
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Carm D'Agostino , Wet Chem
Supervisor

THIS REPORT IS CONFIDENTIAL AND INTENDED FOR THE ADDRESSEE ONLY. IF YOU RECEIVE IT IN ERROR, YOU ARE PROHIBITED FROM DISCLOSING, COPYING,
DISTRIBUTING OR USING ANY OF THIS INFORMATION. PLEASE CONTACT OUR OFFICE FOR INSTRUCTIONS. THE INFORMATION AND DATA IN THIS REPORT ARE RENDERED
UNDER THE CONDITIONS OUTLINED IN THE "TERMS AND CONDITIONS" APPEARING ON THE BACK OF THE CERTIFIED REPORT. THE RECORDING OF FALSE, FICTITIOUS OR

FRAUDULENT STATEMENTS OR ENTRIES ON THIS DOCUMENT MAY BE PUNISHED AS A FELONY UNDER THE FEDERAL STATUTES INCLUDING FEDERAL LAW, TITLE 18, CHAPTER
47. NSL Analytical Services 4450 Cranwood Parkway Cleveland, Ohio 44128
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