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NSL Lab No: 1013182 Sample ID: 325F Lot 07060A
Tests Results/Units Methods
Bi <10ppm ICP-MS
Parr Bomb followed by lon
Br 40ppm Chromatnaranhv
Cd <10ppm ICP-MS
Parr Bomb followed by lon
cl 15ppm Chromatoaranhv
Parr Bomb followed by lon
F 25ppm Chromataaranhv
Hg <ippm Cold Vapor AA
Parr Bomb followed by Specific lon
I <10ppm Electrode
P <10ppm Wet Chemistry
Pb <10ppm ICP-MS
Parr Bomb followed by lon
S 25ppm Chromatoaraohv
Sb <10ppm ICP-MS
Sn <10ppm ICP-MS
Zn <10ppm ICP-MS
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